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T-56: 42.05 m from 120.00 at 128 g/t silver,

0.41 g/t gold, 0.22% lead and 0.44% zinc

T-64:15.60 m from 38.20 at 139 g/t silver,

0.43 g/t gold, 0.25% lead and 0.82% zinc

T-55: 11.30 m from 166.00 at 117 g/t silver,

0.26 g/t gold, 0.18% lead and 0.20% zinc

T-48: 9.95 m from 112.00 at 140 g/t silver,

0.24 g/t gold, 0.36% lead and 0.99% zinc

T-54: 7.10 m from 128.40 at 664 g/t silver,

1.11 g/t gold, 0.17% lead and 0.25% zinc

T-50: 6.45 m from 84.75 at 301 g/t silver,

0.60 g/t gold, 0.37% lead and 0.56% zinc,

4.70 m from 103.85 at 385 g/t silver, 1.63

g/t gold, 0.82% lead and 1.63% zinc, and

3.20 m from 136.90 at 246 g/t silver, 0.65

g/t gold, 0.51% lead and 0.54% zinc

T-57: 3.90 m from 163.60 at 271 g/t silver, 

0.36 g/t gold, 0.16% lead and 0.41% zinc

T-60: 6.55 m from 233.10 at 224 g/t silver,

0.49 g/t gold, 0.19% lead and 0.24% zinc


